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Conclusions :

The GYPREX® gives the following results:

e The particle class in normal condition face and back is ISO 4 according to the norm ISO 14644-1 : 2015.
e The particle class under vibrations face and back is ISO 4 according to the norm ISO 14644-1 : 2015
e The particle class with a damaged face is ISO 4 according to the norm ISO 14644-1 : 2015
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GENERAL CONCLUSIONS

Classification of tiles

The tiles GYPREX® can be used in room of area 4 according to the norm NFS 90-351

: 2013.
Tests Norms Acceptance criteria | Conformity

Particle cleanliness class
in normal condition face 1S9 19644=1 S0 ol
e essICIass ISO 14644-1 ISO 4 Conform
in normal condition back
Larticle cleanliness dass 1SO 14644-1 IS0 4 Conform

under vibrations face
Particle cleanliness class

under vibrations back ISO 14644-1 ISO 4 Conform
Particle cleanliness class ISO 14644-1 1SO 4 Conform

with damaged face

Remarks

e 19 01 001 — PLACO Saint-Gobain — GYPREX® / 1 Ver.0 writen the 05" February 2019.

The Director

L
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